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UFRBRS LY ERGrR®EAHER (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

¥ A% B (Sample Submitted By) T ERAASM MM A B3 (EPOTECH COMPOSITE CORPORATION)

#: & 4 4% (Sample Description) : EPO-RT™ CURING AGENT
¥t B #7 (Sample Receiving Date) : 2016/06/24
3K 8 M (Testing Period) . 2016706724 TO 2016/07/01

B F K (Test Requested) :
(1) #&#HEE P 5% > £ RolS 2011/65/EU Annex I1 R HE 37454 (EU) 2015/863:m3K4% ~ 45 ~ 5k ~ X146~ SR8 X - 350
&%, DBP, BBP, DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex II and
amending Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP,
DIBP contents in the submitted sample.)

(2) #kIHEHEPIEE > TR F-A > £~ % ~s|3. (As specified by client, to test Halogen-Fluorine, Chlorine,
Bromine, lodine contents in the submitted sample. )

B4 £ (Test Results) : FAT—18 (Please refer to next pages).
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